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Introduction
Nowadays, it is considered that the viability of a non-
vital tooth is reduced by the loss of tooth tissue, so if 
it is less dental tissue, the tooth is more susceptible to 
fracture. There are interesting techniques that allow us 
to preserve the more possible dental tissue. Endocrown 
consists of a unique structure that uses the camera as re-
tention and covers the overall occlusal surface without 
using intracanal pin.

Case report
42 year old patient who came to the Multidisciplinary 
Master Aesthetic Dentistry at the University of Gran-
ada to present symptoms at upper right second molar. 
Endodontics was performed with the same system files 
Protaper and sealed with Thermafil. As an alternative to 
conventional restoration techniques, post and crowns, 
we chose conducting a Endocrown indirect composite.

Conclusions
Currently, Endocrown is a good alternative instead of 
using full coverage crowns, because it respects more 
dental tissue by using pulp camera as retention. Using 
pins is not required, and also, with the current adhesion 
system, we have a good prognosis against occlusal load-
ings and a good biomechanical behaviour.
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Introduction
Esthetic and functional rehabilitation with lithium dis-
ilicate crowns in anterior front.

Case report
46-year-old female patient comes to Esthetic Master 
demanding for a restorative treatment of anterior front. 
After a periodontal and radiological evaluation, we de-
signed a treatment plan which included an esthetic reha-
bilitation using lithium disilicate full coverage crowns.
Treatment consisted in extraction of 12, root canal 
treatment in 21, reinforcing it with glass fiber post, and 
placement of lithium disilicate crowns in 21, 22 and 23 

and a same material bridge from 13 to 11, after phase 
with long term provisional crowns and ovate pontic in 
12 to remodel soft tissues.

Conclusions
Lithium disilicate crowns play an integral role in pro-
viding high-quality and natural-appearing restorations 
as long as we can obtain enough ferrule effect that guar-
anties their longevity.
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Objectives
To evaluate the effect of surface conditioning on repair 
microtensile bond strength (µTBS) of artificially aged 
Lava Ultimate (LU) indirect restorative material. 

Materials and Methods
Twenty-one LU blocks (6.0x6.0x5.5) were prepared, 
thermocycled (10,000 cycles, 5-55°C) and then random-
ly assigned to one of seven surface conditioning proto-
cols: A. Silica coating (Cojet, 3M ESPE) and Scotchbond 
Universal Adhesive (SBU, 3M ESPE); B. Silica coating, 
silane (SI, ESPESil, 3M ESPE) and Adper Scotchbond 
1XT Adhesive (XT, 3M ESPE); C. Sandblasting with 
alumina particles, phosphoric acid (PA) and SBU; D: 
Alumina sandblasting, PA, SI and XT; E. Abrasion with 
280 grit SiC paper, PA and SBU; F. 4.9 % Hydrofluoric 
acid (IPS Ceramic Etching Gel, Ivoclar Vivadent) etch-
ing for 20s and silane application (Monobond Plus, Ivo-
clar Vivadent); G. PA and XT. All specimens were re-
paired with Filtek Supreme XTE (A4B, 3M ESPE) resin 
composite. Repaired blocks were sectioned in order to 
obtain stick-shaped specimens (0.8mm2) and submitted 
to µTBS test. Data were analyzed with Kruskal-Wallis, 
Mann-Whitney U and Bonferroni tests (p<0.05). The 
lowest µTBS value obtained for each group was as-
signed to pre-test failures. 

Results
Mean µTBS in MPa and standard deviations are shown 
in Table. Surface conditioning with hydrofluoric acid 
and silane application resulted in 100% pre-test failures. 


